
REPORT NUMBER: 161107001SHF-BP-2

ORIGINAL ISSUE DATE: 2017-01-18

"This report is for the exclusive use of Intertek's Client and is provided pursuant to the agreement between

Intertek and its Client. Intertek's responsibility and liability are limited to the terms and conditions of the

agreement. Intertek assumes no liability to any party, other than to the Client in accordance with the

agreement, for any loss, expense or damage occasioned by the use of this report. Only the Client is authorized

to permit copying or distribution of this report and then only in its entirety. Any use of the Intertek name or one

of its marks for the sale or advertisement of the tested material, product or service must first be approved in

writing by Intertek. The observations and test results in this report are relevant only to the sample tested. This

report by itself does not imply that the material, product, or service is or has ever been under an Intertek

certification program."

TEST REPORT

EVALUATION CENTER

Intertek Testing Services Ltd., Shanghai

Plant 7, No. 6958 Daye Road, Fengxian District, Shanghai, China

RENDERED TO

SS Floor Company Limited

TANGQIAO, YAOGUAN, WUJIN, CHANGZHOU, JIANGSU PROV., P.R OF CHINA

Report Template Revision Date: 2016/9/1

PRODUCT EVALUATED

Rigid Core LVT

EVALUATION PROPERTY

As requested by the applicant, for details refer to attached pages(s).
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7''× 47.75''× 5.0mm/0.5mm

SS Floor Company Limited

Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18

Applicant:

Rigid Core LVT

Applicant Address:

Multi-layer composite (coating layer/wear layer/print

film/solid polymer layer)
Material:

Classification of installation and use:

Installation way: loose lay with click system (Without glueing)

The products are intended for use as floor coverings in a

building

Product:

The submitted samples were tested in accordance with specified standards, and listed the result

accordingly, refer to text for detail.

TANGQIAO, YAOGUAN, WUJIN, CHANGZHOU,

JIANGSU PROV., P.R OF CHINA

Sample information

SS Floor Company Limited

Test object does not meet the requirement:

Test Case does not apply to the Test object:

Test object does meet the requirement:

Date of receipt of test item:

Trade Mark:

Model and/or type reference:

Manufacturer:

Standard: EN 14041:2004/AC:2006

/

Reaction to fire Class Bfl-s1, Formaldehyde emission Class E1

Sample ID: S161107001SHF-001~005

Date (s) of performance of tests:

N/A

P (Pass)

F (Fail)

2016-10-31

2016-11-07~2017-01-18

Testing information

Possible Test Case Verdits

Rating(s):
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Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18

EN 14041:2004/AC:2006

Resilient, textile and laminate floor coverings-Essential Characteristics

Clause Requirement - Test Result - Remark Verdict

4 Requirement

4.1

Reaction to fire

The floor covering shall be tested and classified

according to the requirements of EN 13501-1

and the resulting class and subclass (as

appropriate to the class itself) shall be declared.

Reaction to fire class Bfl –s1

Refer to test report in Appendix

B (Issue by NB No. 1023)

P

4.3

Formaldehyde emission

When formaldehyde-containing materials have

been added to the product as a part of the

production process, the product shall be tested

and classified into one of two classes: E1 or E2.

Class E1

Refer to test report in Appendix

B (Issue by NB No. 1023)

P

4.5

Slip resistance

If a claim for slip resistance is made, the floor

covering intended to be used in dry and non-

contaminated conditions shall have a dynamic

coefficient of friction of ≥ 0.30 when tested ex-

factory under dry conditions in accordance with

EN 13893 and shall be declared as technical

class DS.

Class DS

Dynamic coefficient of friction:

0.33

P

5 Evaluation of conformity

5.1

General

The conformity of floor coverings with the

requirements of this standard (including classes)

shall be demonstrated by:  Clause 5.2 and 5.3

Refer to clause 5.2 and 5.3 P

5.2

Initial type testing or assessment

Shall be performed to demonstrate conformity

with this standard.

Refer to clause 4 P

5.3

Factory production control (FPC)

The manufacturer shall establish, document and

maintain an FPC system to ensure that the

products placed on the market conform to the

stated performance requirements.

The manufacture has

established a Quality

management system according

to ISO 9001.

See Appendix A

P
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Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18

EN 14041:2004/AC:2006

Resilient, textile and laminate floor coverings-Essential Characteristics

Clause Requirement - Test Result - Remark Verdict

6

Marking and labeling

Product which conform to the requirements of

this document shall be clearly and indelibly

marked by the manufacturer either on their

package or on an adhesive label with following

information:

a) the number and the year of this European

Standard

b) the manufacturer’s or supplier’s identification

c) the product name and batch number

See Appendix C ‘Copy of

marking plate’
P
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Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18

Appendix A: ISO 9001 Certificate
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Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18

Appendix B: NB Report
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Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18
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Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18
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Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18
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Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18
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Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18
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Note:

1. If the CE marking is reduced or enlarged the proportions given in the above graduated drawing must be

respected.

2. The various components of the CE marking must have substantially the same vertical dimension, which

may not be less than 5 mm.

3. CE marking and label shall be affixed visibly, legibly and indelibly.

Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18

Appendix C: Copy of Marking Plate

SS Floor Company Limited

16

EN 14041:2004/AC:2006

Rigid Core LVT

Reaction to fire    Class Bfl-s1

Slipperiness         DS

Formaldehyde      E1
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Tel: 021-61136116      Fax: 021-61189921       Website: www.intertek.com

Appendix D: Sample received photo

Intertek Testing Services Ltd., Shanghai

No.7 Building, No. 6958 Daye Road, Fengxian District, Shanghai

Test Report Report Number: 161107001SHF-BP-2

Report Date: 2017-01-18

**********************************************************************************

The End of Report

Approved by:

Name: Name: Name:Sun Sun Sally Xie Tod Qian

Title: Approver Title: Reviewer Title: Project Engineer
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